
nr date customer project operators coating system
witnessed

approved by
Status

1 04/12/2001
TOTAL

FINA ELF
Amenam/Kpono

AMP1

MALANCHINI C. blaster
FORESTI GB. balster
FORESTI L. painter
LUSSU G. painter

System P01C:
CZ 11+CL 193+CL 893+CL 134  

System P12C:
(2x) TH 400

Malfanti R.
NACE Coating Inspector Level 3
SSPC Protective Coating Specialist

approved

2 17/06/2005 STATOIL Langeled
MALANCHINI C. blaster
FORESTI L. painter

System 1:
CZ 858+CM 15 LT+CX 2000 WG

Tevere E.
NACE Coating Inspector Level 3

approved

3 17/06/2005 STATOIL Langeled
FORESTI GB. blaster
CAPPUCCIO A. painter

System 1:
CZ 858+CM 15 LT+CX 2000 WG

Tevere E.
NACE Coating Inspector Level 3

approved

4 29/07/2005
AKER

KVAERNER
Ormen Lange

SAPONARO A. blaster
FORESTI L. painter

System 2F:
(3x) HEMPADUR 85671

Tevere E.
NACE Coating Inspector Level 3

approved

5 29/07/2005
AKER

KVAERNER
Ormen Lange

FORESTI GB. blaster
CAPPUCCIO A. painter

System 1H:
HD ZINC 17380 + HD MASTIC 
45880 + OXIDUR 55850

Tevere E.
NACE Coating Inspector Level 3

approved

6 09/09/2005
AKER

KVAERNER
Ormen Lange

FORESTI GB. blaster
AMERIO B. TSA operator

System 2S:
TSA

Tevere E.
NACE Coating Inspector Level 3

approved

6a 09/09/2005
AKER

KVAERNER
Ormen Lange

MALANCHINI C. blaster
CAPPUCCIO A. TSA operator

System 2A (2S):
TSA

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

7 23/06/2006
AKER

KVAERNER
Tampen V&M

Statfjord
FORESTI GB. blaster
CAPPUCCIO A. painter

System 1:
CZ 858P+CM 15 LT+CC 1290

Vatne H.
Coating Specialist

approved

101 01/12/2007 AIBEL VETCO
Sleipner B

Compression
FORESTI GB. blaster
SAPONARO F. painter

System 1 mod:
CZ 11+CG E 19+CM 18 NT
CC 1290

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

103 26/04/2008
STATOIL
HYDRO

Gjoa Semi EPCH
FORESTI GB. blaster
CAPPUCCIO A. painter

System 9 (qualified as syst.7):
SIGMA PENGUARD 930+935+940

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Rossland T.
Coating Specialist

approved

104 26/04/2008 STATOIL
PROSESSVENTILER 

Mongstad
SAPONARO A. blaster
CAPPUCCIO A. painter

System 1:
CZ 858P+CM 15 LT+CC 1290

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

105 06/06/2008
STATOIL
HYDRO

Gjoa Semi EPCH
FORESTI GB. blaster
AMERIO B. TSA operator

System 2A:
TSA + TH 4674

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Kleven K.
Senior Eng. Surface Protection

approved

105
a

06/06/2008
STATOIL
HYDRO

Gjoa Semi EPCH
MALANCHINI C. blaster
FORESTI L. TSA operator

System 2A:
TSA + TH 4674

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Kleven K.
Senior Eng. Surface Protection

approved

106 06/06/2008
STATOIL
HYDRO

Gjoa Semi EPCH
MALANCHINI C. blaster
CAPPUCCIO A. painter

System 6A:
CG E19 + CM 18 FC
CX 2000 TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

107 31/07/2008
STATOIL
HYDRO

Gjoa Semi EPCH
SAPONARO A. blaster
CAPPUCCIO A. painter

System 1A:
CZ 11+ CG E19 + CM 18 FC
CX 2000 TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

109 20/05/2009
STATOIL
HYDRO

Veslefrikk
Platform

FORESTI GB. blaster
DI FINI N. painter

System 1:
CZ 858+CM 15 LT+CC 1290

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

110 03/06/2009
STATOIL

AKER
REINERTSEN

Morvin Topside
Asgard B

SAPONARO A. blaster
AMERIO B. TSZ operator
BERTULETTI G. painter

System 2B:
TSZ + CG E19 + CM 15 LT
CC 1290

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

112 24/10/09 TOTAL
South Pars Gas

Development
Phase 12

FORESTI GB. blaster
CAPPUCCIO A. painter

System P14C:
CZ 658 P + CG 893 + CT 134

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

113 07/11/09 STATOIL General
FORESTI GB. blaster
CAPPUCCIO A. painter

System 6:
(2x) THERMALINE 400

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

114 18/12/2009
STATOIL
HYDRO

Kollsnes Kop
SAPONARO A. blaster
SAPONARO F. painter

System 1A:
CZ 11+ CG E19 + CM 15 LT
CX 2000 TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

115 14/01/10
STATOIL
HYDRO

Gjoa Semi EPCH
FORESTI GB. blaster
AMERIO B. TSA operator

System 2A:
TSA

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Kleven K.
Senior Eng. Surface Protection

approved

115
a

14/01/10
STATOIL
HYDRO

Gjoa Semi EPCH
SAPONARO A. blaster
CAPPUCCIO A. TSA operator

System 2A:
TSA

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Kleven K.
Senior Eng. Surface Protection

approved

116 18/10/10
SAIPEM
TOTAL

OML 58 Upgrade
O.U.R. Pipeline

FORESTI GB. blaster
DI FINI M. painter

System P13A:
(2x) AMERCOAT 90 S

Mazzoleni G.
NACE Coating Inspector Level 3

approved
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ELF doc. no. SG PRO 001 P Rev. 0C
GROVE doc. no. 200107/346
GROVE doc. no. 200108/140

NORSOK M-501 Rev. 5

Lena W.P. V129

NORSOK M-501 Rev. 5
AKER doc. no. 37 1A AK R52 00002 Rev. 03I

NORSOK M-501 Rev. 5

Lena W.P. V170

NORSOK M-501 Rev. 5

Lena W.P. V129

NORSOK M-501 Rev. 5
AKER doc. no. 37 1A AK R52 00002 Rev. 03I

NORSOK M-501 Rev. 5

NORSOK M-501 Rev. 5

NORSOK M-501 Rev. 5

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no.
C097 AKE M SP 0001 Rev. 3

Lena W.P.  V197

TOTAL doc. no. GS EP COR 350 Rev. 4

Grove W.P. SP-046014-00-14

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no.
C097 AKE M SP 0001 Rev. 3

Lena W.P.  V191

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no.
C097 AKE M SP 0001 Rev. 3

Lena W.P.  V190

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no.
C097 AKE M SP 0001 Rev. 3

Lena W.P.  V185 - V186

NORSOK M-501 Rev. 5
STATOIL doc. no.
TR1879 SM 0000 R SP 001 Rev. 2

Lena W.P.  V172

NORSOK M-501 Rev. 5

NORSOK M-501 Rev. 5

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no. TR0489 Ver. 3.02

TOTAL doc. no. GS EP COR 350 Rev. 4

Lena W.P. V223

NORSOK M-501 Rev. 5
STAOILHYDRO doc. no.
C097 AKE M SP 0001 Rev. 3

Lena W.P.  V191

NORSOK M-501 Rev. 5

Lena W.P. V201
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117 28/11/10 CHEVRON
Gorgon

Upstream
CAPPUCCIO A. TSA operator

System:
TSA + sealer InterTherm 179

De Munter A.J.
TSA Coating Engineer

approved

118 10/06/2011
EXXON

NEFTEGAS
Arkutun-Dagi

SAPONARO A. blaster
CAPPUCCIO A. TSA operator

System:
Thermal Spray Aluminium

Brero F.
NACE Coating Inspector Level 3

Horne R.
Coating Specialist

approved

119 12/12/2011 STATOIL EPCh Gudrun
SAPONARO A. blaster
DI FINI M. painter

System 6 Alt 1:
(2x) CG 890 + CC 1290

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

120 12/12/2011 STATOIL EPCh Gudrun
SAPONARO A. blaster
DI FINI M. painter

System 6 Alt 2:
(2x) THERMALINE 400 EU

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

121 16/12/2011 CHEVRON
Gorgon

Upstream
SAPONARO A. blaster
CAPPUCCIO A. painter

System 4:
(2x) InterShield 300 + InterThane 
870

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Barzago R.
Moody Inspector

approved

122 16/12/2011 CHEVRON
Gorgon

Upstream
SAPONARO A. blaster
DI FINI M. painter

System 4:
(2x) InterShield 300 + InterThane 
870

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Barzago R.
Moody Inspector

approved

123 27/04/2012
ZB JOINT
VENTURE

OML 58 Upgrade
O.U.R. Pipeline

DI FINI B. blaster
FORESTI L. painter

System P14S:
SigmaZinc 109 + SigmaCover 456 + 
SigmaDur 550

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Rossa P.
NACE Coating Inspector Level 3
Sigma PPG

approved

124 16/11/2012
ECONOSTO
BLUWATER

Clov Field 
Offshore

Total E&P Angola

DI FINI B. blaster
CAPPUCCIO A. painter

System P01A:
Dimetcote 9 +Amercoat 71P 
+Amercoat 385 +Amercoat 450S

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Fontana G.
Ameron Representative

approved

125 16/11/2012
ECONOSTO
BLUWATER

Clov Field 
Offshore

Total E&P Angola

DI FINI B. blaster
SAPONARO F. painter

System P07A:
(2x) AMERLOCK 400 GFA

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Fontana G.
Ameron Representative

approved

126 12/12/2012
RASGAS

HHI
Barzan Offshore

AMERIO B. blaster
FORESTI L. painter

System CODE A:
Interzinc 52+Intershield 
300+Intergard 475 HS+Interthane 
990

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Ferrari D.
Vendor Representative

approved

127 12/12/2012
RASGAS

HHI
Barzan Offshore

AMERIO B. blaster
FORESTI L. painter

System CODE I:
(2x) INTERTHERM 228
applied on Stainless Steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Ferrari D.
Vendor Representative

approved

128 08/01/2013
RASGAS

HHI
Barzan Offshore

AMERIO B. blaster
DI FINI M. painter

System CODE I:
(2x) INTERTHERM 228
applied on Carbon Steel - Inconel625

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Boschetti
Germanischer Lloyd

approved

129 08/01/2013
RASGAS

HHI
Barzan Offshore

AMERIO B. blaster
DI FINI M. painter

System CODE H:
IS 670 HS + IT 990   applied on 
Inconel625 and Alloy 825

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Boschetti
Germanischer Lloyd

Furinghetti G.
Vendor Representative

approved

130 02/04/2013
CARDON IV for
FOSTERWHEELER 

UPSTREAM

Perla E.P.
prj. 13127536

AMERIO B. blaster
DI FINI M. painter

System 13:
(2x) JOTAMASTIC 87 + PENGUARD 
TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Borraccino GL .
Customer Inspector FosterWheeler

approved

131 03/06/2013
BP
HHI

BP Quad 204
DI FINI B. blaster
DI FINI M. painter

System 7A:
(2x125µ) TANKGUARD STORAGE

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

132 03/06/2013 AKER SOLUTIONS BP V & M
DI FINI B. blaster
BERTULETTI G. painter

System 6C (Norsok)
System 6B (BPN):

(2x125µ) INTERTHERM 228

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

133 05/06/2013
BP
HHI

BP Quad 204
DI FINI B. blaster
SAPONARO F. painter

System 7A:
(2x125µ) TANKGUARD STORAGE   
applied on  Duplex  steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

134 18/06/2013
BP
HHI

BP Quad 204
DI FINI B. blaster
DI FINI M. painter

System 7A:
(2x125µ) TANKGUARD STORAGE   
applied on Carbon - Duplex - 
Stainless steel and Titanium

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

NORSOK M-501 Rev. 6
BP doc. no. BPN-M-501 Rev. 5

Lena W.P. V302

HYUNDAI HEAVY INDUSTRIES
doc. no. QD-HH-MT-PRO-0001 Rev. C1  

Lena W.P. V294

HHI doc. no. QD-HH-MT-PRO-0001 Rev. C1
BP doc. no. QD-BP-MT-SPE-0001  Rev. 01  

Lena W.P. V301

NORSOK M-501 Rev. 5
RASGAS doc. no. BRZ EPS 35 B 70 Rev. 0

Lena Q.P. nr. 33

NORSOK M-501 Rev. 5
RASGAS doc. no. BRZ EPS 35 B 70 Rev. 0

Lena Q.P. nr. 32

CARDON IV doc. no.
13127536 SPEC SU SP 1002 Rev. 0

NORSOK M-501 Rev. 5
RASGAS doc. no. BRZ EPS 35 B 70 Rev. 0

Lena Q.P. nr. 34

NORSOK M-501 Rev. 5
STATOIL doc. no. TR0042 Ver. 2.01
AIBEL doc. no. C123 B R RE 003 Rev. 2

EXXON NEFTEGAS
doc.no. RUSD-WPE-T2-MS-26600.3039 Rev.0
doc.no. RUSD-WPE-T2-NS-23000.3808 Rev.0         

Lena W.P. V269 - V270

TOTAL doc. no. GS EP COR 350 Rev. 5

NORSOK M-501 Rev. 5
CHEVRON doc. no.
G1 TE Z UG00 SPC0006 Rev. 2

Lena W.P. V269   -   Lena Q.P. nr. 31

TOTAL doc. no. GS EP COR 350 Rev. 4

Grove W.P. SP-046014-00-27

NORSOK M-501 Rev. 5
STATOIL doc. no. TR0042 Ver. 2.01
AIBEL doc. no. C123 B R RE 003 Rev. 2

HYUNDAI HEAVY INDUSTRIES
doc. no. QD-HH-MT-PRO-0001 Rev. C1  

Grove W.P. SP-046001-02-45

NORSOK M-501 Rev. 5
RASGAS doc. no. BRZ EPS 35 B 70 Rev. 0

Lena Q.P. nr. 33

CHEVRON doc. no.
G1 TE Z UG00 SPC0009 Rev. 1

Lena W.P. V247   -   Lena Q.P. nr. 25

NORSOK M-501 Rev. 5
CHEVRON doc. no.
G1 TE Z UG00 SPC0006 Rev. 2

Lena W.P. V269   -   Lena Q.P. nr. 31

TOTAL doc. no. GS EP COR 350 Rev. 5
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135 18/06/2013 SHELL
DI FINI B. blaster
AMERIO B. TSA operator

System:
TSA + TH 4900 R    applied on 
Carbon - Duplex and Stainless steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

136 09/08/2013 STATOIL Heidrun
DI FINI B. blaster
SAPONARO F. painter

System 1:
Carbozinc 11 +
Carboguard 893 +
Carbocrylic 1295 HS

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

137 04/10/2013 TOTAL OneSubSea GirRi
DI FINI B. blaster
FORESTI L. painter

System 7B:
SIGMA Phenguard 930 + 935 + 940

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Cornoldi R.
Customer Inspector

approved

138 08/10/2013 DONG
Hejre Platform

EPC
DI FINI B. blaster
FORESTI L. painter

System 1:
Carbozinc 858+
Carbomastic 15 LT+
Carbothane 134 HP

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

139 15/11/2013 BP EXPLORATION
ESDV Valves for 
Laggan Tormore

AMERIO B. blaster
FORESTI L. painter

System 9:
Interzone 505 + Interfine 691

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Zamberlucchi N.
Customer Inspector Germanischer Lloyd

approved

140 15/11/2013
BP
HHI

BP Quad 204
DI FINI B. blaster
DI FINI M. painter

System 11B:
(3x125µ) TANKGUARD STORAGE  
applied on Duplex and Stainless 
steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

142 16/12/2013
BP
HHI

BP Quad 204
DI FINI B.  blaster
BERTULETTI G.  painter

System 6:
PENGUARD PRIMER +
JOTACOTE UNIV + HARDTOP XP  applied 
on Stainless steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

143 13/12/2013
WOODSIDE

ENERGY

44474 LPG Jetty 
Marine Loading 

Arm Replacement

DI FINI B. blaster
SAPONARO F. painter

System CS-01N:
Interzinc 52 + Intergard 475HS + 
Interfine 629

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

144 17/12/2013
BP
HHI

BP Quad 204
DI FINI B. blaster
BERTULETTI G. painter

System 9-1:
(3x150µ) JOTACOTE UNIVERSAL  
applied on Carbon and Stainless 
steel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

145 27/01/2014 BP WOODGROUP
ETAP 3rd

PWRI PUMP
DI FINI B. blaster
DI FINI M. painter

System 9:
Interzone 505 + Interfine 691

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Oldani O.
Customer Inspector O.I.S. Ltd

approved

146 27/01/2014
BP

PETROFAC UK

BP PHASE II 
Development
Project 6517

DI FINI B. blaster
DI FINI M. painter

System 9:
Interzone 505 + Interfine 691

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

147 24/02/2014 STATOIL valid for all
DI FINI B. blaster
SAPONARO F. painter

System 1:
Carbozinc11 + CarboguardE19 + 
Carbomastic20 +
Carbocrylic 1295HS

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

148 21/02/2014
CHEVRON 

AUSTRALIA
Wheatstone

Di Fini Bruno blaster
Parisi Damiano painter

System 9:                                                                            
(Thermaline 400 EU  2x125)

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

149 17/02/2014 STATOIL Frame agreement
Di Fini Bruno Blaster
Amerio Bruno TSA Operator

System 2A  :
(Thermal Spray Aluminium)                       
applied on Carbon Steel,
Duplex Steel  and  Stainless Steel  
Plates

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Ole Aurdal                                                        
Engineer Surface Protections           
Frosio no 7243

approved

150 Feb-2014 STATOIL Frame agreement
Di Fini Bruno Blaster
Amerio Bruno TSA Operator

System 2A + epoxy
Sealer :              (Thermal Spray 
Aluminium + CG885)
applied on Carbon Steel,  Duplex 
Steel  and  Stainless Steel  Plates

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Ole Aurdal                                                        
Engineer Surface Protections           
Frosio no 7243

approved

151 21/02/2014 STATOIL valid for all
Di Fini Bruno Blaster
Parisi Damiano Painter

System 6C:                                                                            
(Thermaline 400 EU  2x125)

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

152 11/03/2014 BP / Petrofac UK
Bruce Tar 2014 

(North Sea)
Di Fini Bruno Blaster
Parisi Damiano Painter

Painting Systems  2a-2b :                                                                                                                           
(Intertherm 228  2x100µm)  applied 
on Duplex and Carbon Steel plates

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

153 Mar-2014 BP / Petrofac UK
Bruce Tar 2014 

(North Sea)
Di Fini Bruno Blaster
Parisi Damiano Painter

Painting System 1b :                                                                                                                           
(Interseal 670 HS 2x125µm + 
Intergard 740 50µm)  applied on 
Carbon Steel plates

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

154 18/03/2014 SHELL
PRELUDE Feed 

Floating LNG
Di Fini Bruno Blaster
Amerio Bruno TSA Operator

TSA:                                                                
(Thermal Spray Aluminium 250µm)  
applied on Duplex Steel plates.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Manuel Bello Shell Inspector

approved

155 09/04/2014 DONG Energy
5/98 Hejre 

Development / 
Platform EPC

DI FINI B. blaster
DI FINI MARIO painter

System 3D:
HEMPADUR 85671  3x100µm

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

156 23/04/2014
OSI / SAIPEM for 

PETROBRAS
SAPINHOA

DI FINI B. blaster
DI FINI M. painter

Sherwin Williams Sumarè
System Alternative B:
SUMADUR 2628  3x150µm

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. M.Zozzi  Saipem Inspector

approved

NORSOK M-501 Rev. 6

Ledeen W.P. 9E-SV13ID0056

SHELL
doc. no. DEP 30.48.40.31-Gen.  July 2008       

Lena W.P. V309

NORSOK M-501 Rev. 6
STATOIL doc. no. TR0042 Ver. 4

Ledeen W.P. 9E-SV12ID0295

NORSOK M-501 Rev. 6
TOTAL doc. no. GS EP COR 350 Rev. 10 

A.T.V.  W.P.  0552-PAINT-00

NORSOK M-501 Rev. 6

Dong Doc. no. C086-TECH-M-SA-0008

Lena W.P. V341

Petrobras N-2037

AMEC doc. no.
0ETP-136-C360-SPC-001   rev. A1

Lena W.P. V303 - V307

HHI doc.no. QD-HH-MT-PRO-0001   Rev. C1

Lena W.P. V296

BP doc. no.
NSSPU-GP 06-60-1   Dec.2007   Issue 1
NSSPU-GP 06-60-3   Apr.2008   Issue 1

Lena W.P. V319 - V320 - V321 - V322

HHI doc.no. QD-HH-MT-PRO-0001   Rev. C1

Lena W.P. V297

BP No. QD-BP-MT-SPE-0001   Rev. 01

Lena W.P. V298

NORSOK M-501 Rev. 6
STATOIL doc. no. TR0042 Ver. 4

Lena W.P. V333 - V336

WOODSIDE doc. no. W1000SM002   rev. 4

Lena W.P. V331

BP doc. no.
NSSPU-GIS 62-0002   May 2009   Issue 1
NSSPU-GP 06-60-1   Dec.2007   Issue 1
NSSPU-GP 06-60-3   Apr.2008   Issue 1

Lena W.P. V323

BP NSSPU-GIS 62-0002 & GP 06-60-1 & GP 06-
60-3

Lena W.P. V326

BP NSSPU-GIS 62-0002 & GP 06-60-1 & GP 06-
60-3

Lena W.P. V326

WS2-3002PPL-SPC-ITS-000-00002-1 

Norsok M-501 rev.6  &  Statoil TR0042 ver.4 

Norsok M-501 rev.6  & Statoil TR0042 ver.4 

Lena W.P. V175

Norsok M-501 rev.6  &  Statoil TR0042 ver.4

Lena W.P. V337

Shell DEP 30.48.40.31-Gen. July 2008

Lena W.P. V309 - V335
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nr date customer project operators coating system
witnessed

approved by
Status

LENA ANTICORROSIONE SRL
via Ciserano, 20 - 24046 OSIO SOTTO (BG) - ITALY

+39 035 881491 - www.lenaanticorrosione.it

INDEX OF QUALIFICATION CARRIED OUT WITH CPT (Coating Procedure Test)

specification / W.P.

157 29/04/2014 STATOIL valid for all
DI FINI B. blaster
DI FINI M. painter

System 6A:
Intergard 269 + Intergard 475HS + 
Interfine 691
applied on Duplex Steel  Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

158 14/05/2014 DONG Energy
5/98 Hejre 

Development / 
Platform EPC

DI FINI B. blaster
DI FINI M. painter

System 6A:
Intergard 269 + Intergard 475HS + 
Interthane 990,
applied on Duplex Steel  valves and 
Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

159 19/05/2014 DONG Energy
5/98 Hejre 

Development / 
Platform EPC

DI FINI B. blaster
DI FINI M. painter

System 9:
Intertherm 228  (2x150µm),
applied on Carbon Steel  valves and 
Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

161 23/05/2014 DONG Energy
5/98 Hejre 

Development / 
Platform EPC

DI FINI B. blaster
DI FINI M. painter

System 1:
Interzinc 52 + Intergard 475HS + 
Interthane 990,
applied on Carbon Steel  valves and 
Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

162 29/05/2014 STATOIL
-Gina Krog,

-Aasta Hansteen
DI FINI B. blaster
DI FINI M. painter

System 6A:
Intergard 269 + Intergard 475HS + 
Interfine 691
applied on Duplex Steel  Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

163 03/06/2014 TOTAL Total Brunei
AMERIO B. blaster
FORESTI L. painter

System P05 I second:
Interline 955 (2x500µm)
applied on Duplex Steel  Plate

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

164 18/06/2014
TOTAL / TECHNIP / 

SAMSUNG
Martin Linge

DI FINI B. blaster
DI FINI M. painter

System 1:
Carbozinc 858+
Carbomastic 18 FC+
Carboxane 2000 TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

165 19/09/2014 TOTAL / SAMSUNG Martin Linge
CAMPANELLA C.  blaster
AMERIO B.  TSA Operator
DI FINI M.  painter

System 2A:
Thermal Spray Aluminium +
Intertherm 50 sealer

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Unghyeon Baek                              
Samsung  Frosio Inspector

approved

166 31/10/2014 STATOIL
-Gina Krog,

-Aasta Hansteen
DI FINI B. blaster
DI FINI M. painter

System 6B:
Intergard 269 + Intergard 475HS + 
Interfine 691
applied on Hot Dip Galvanized 
Carbon Steel  Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

167 18/11/2014
STATOIL / 

KONGSBERG OIL
Polarled Pipeline 

Prj
DI FINI B. blaster
DI FINI M. painter

System 7B & 7C:
Carboguard 878 + Carboguard 878
applied on Super-Duplex Steel  
Panel

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Aldo Paleari                            
Carboline  NACE Inspector Level 3

approved

170 29/11/2014
STATOIL / DSME / 

AkerSolutions
GINA KROG Prj

Di Fini Bruno Blaster
Amerio Bruno TSA Operator

System 2A:
Thermal Spray Aluminium +
Intertherm 50 sealer

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Davide Frigerio                            
3°party NACE Inspector Level 3

approved

172 21/02/2015 BP Global Prj
South Caucasus 

Pipeline 
Expansion

Di Fini Bruno Blaster
Zuddas Massimo  Painter

System for buried service :
Specialty Polymer Coatings
SP-2888 R.G.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

173 16/02/2015 BP Global Prj
South Caucasus 

Pipeline 
Expansion

Di Fini Bruno Blaster
Parisi Damiano  Painter

System A2 for above ground service 
at high temperature:
Interzinc 22 +
Intertherm 50

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Davide Frigerio                            
3°party NACE Inspector Level 3

approved

174 16/02/2015 BP Global Prj
South Caucasus 

Pipeline 
Expansion

Di Fini Bruno Blaster
Foresti Livio  Painter

System A1-1 for above ground 
service up to 120°C:
Interzinc 52 +
Intergard 475 HS +
Interthane 990

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Davide Frigerio                            
3°party NACE Inspector Level 3

approved

175 18/03/2015 TECHNIP FRANCE TEN  Development
Campanella Carmelo  Blaster
Saponaro Francesco  Painter

System 7C:
Sigma Phenguard 940 +
Sigma Phenguard 930 +
Sigmaline 780

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

176 05/06/2015 STATOIL
Campanella Carmelo  Blaster
Di Fini Mario  Painter

System 7C:
Sigma Phenguard 935 +
Sigma Phenguard 940 +
Sigma Phenguard 930
Total min. DFT 450 µm

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

177 15/06/2015
STATOIL / CB&I / 

DSME

MARINER Topside 
EPC,

J150 Metering 
Package

Campanella Carmelo  Blaster
Di Fini Mario  TSZ Operator

System 2B:
Thermal Spray Zinc +
Carboguard E19 +
Carbomastic 18 FC +
Carboxane 2000 TC

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Davide Frigerio                            
3°party NACE Inspector Level 3

approved

178 12/08/2015
HYUNDAI HI CO. / 

TOTAL
Badamyar on-off 

ball valves
Campanella Carmelo Blaster
Foresti Livio  Painter

System P01C:
Carbozinc 11 +
Carboguard 893SG +
Carboguard 893 +
Carbothane 134

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Carboline Representative

approved

NORSOK M-501 Rev. 6,
Statoil TR0042 ver.4,
BPN-M-501 rev.5,

Lena W.P. V306

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.5.

Norsok  M-501  rev.6   &

Dong Doc. C086-TECH-M-SA-0007

Norsok  M-501  rev.6   &

Dong Doc. C086-TECH-M-SA-0007

TOTAL GS EP COR 350 Rev. 10,

Lena W.P. V340

NORSOK M-501 Rev. 6,
Statoil TR0042 ver.4.

Lena W.P. V359

Norsok  M-501  rev.6   &

Dong Doc. C086-TECH-M-SA-0007

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.5.

NORSOK M-501 Rev. 6,

Total/Samsung  NO-HLD-10-TPSH-120016

Lena W.P. V346

NORSOK M-501 Rev. 6,

Total/Samsung  NO-HLD-10-TPSH-120016,

Ledeen W.P. 14ID0028

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.4,

C132-KA-M-SP-0003 rev.03.

Lena W.P.  V383.

NORSOK M-501 Rev. 6

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.5.01,

Lena W.P.  V402.

BP & CB&I   Doc.CB MX00ZZ MT SPE 0005 000 
Rev.D05

Lena W.P. V374

BP & CB&I   Doc.CB MX00ZZ MT SPE 0005 000 
Rev.D05

Lena W.P. V374

BP & CB&I   Doc.CB MX00ZZ MT SPE 0003 000 
Rev.D04

TOTAL doc. no. GS EP COR 350 Rev. 10

MM-YAD-00-HHIE-190907

NORSOK M-501 Rev. 6
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LENA ANTICORROSIONE SRL
via Ciserano, 20 - 24046 OSIO SOTTO (BG) - ITALY
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INDEX OF QUALIFICATION CARRIED OUT WITH CPT (Coating Procedure Test)

specification / W.P.

180 21/09/2015

PETROFAC Eng. & 
Construction

BP Exploration

Central 
Processing 

Facility (CPF)  
Khazzan Prj

Di Fini Bruno Blaster
Saponaro Francesco  Painter

System  13 :
-Intertherm 228 HS 2x100µm +
-Intertherm 875 1x50µm
applied on Carbon and Duplex Steel 
plates

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

International Representative

approved

181 15/12/2015 TIPICI Sas Statoil
Di Fini Bruno Blaster
Amerio Bruno  Painter

Water borne paint.
System  1 :
-Hydroguard Zinc 75µm +
-Hydroguard HB 175µm +
-Hydrothane  50µm.
Test Report n.2015/136
applied on Carbon Steel plate

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Tipici Representative
Mr. Trentini  FROSIO Coating 
Inspector Level III  ID.5397

approved

182 16/01/2016 TOTAL E&P  Congo Moho Nord
Campanella Carmelo  Blaster
Di Fini Mario  Painter

System P01 I  2nd  :
Interzinc 52  60µ +
Intergard 475 HS LightGrey 100µ+
Intergard 475 HS  White  100µ +
Interthane 990   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

approved

183 16/01/2016 TOTAL E&P  Congo Moho Nord
Campanella Carmelo  Blaster
Di Fini Mario  Painter

System  P13 I :
-Intertherm 228  100µm +
-Intertherm 228  100µm,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

approved

184 18/01/2016 SHELL / PETROFAC

Clean Fuel Prj. 
Kuwait

Mina Abdullah 
Refinery

Di Fini Bruno Blaster
Amerio Bruno TSA Operator

System TSA:
(Thermal Spray Aluminium 250µm)  
applied on Carbon Steel plates.

System TSA + Sealer:
(TSA 250µm + Sealer max 40µm)  
applied on Carbon Steel plate.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Sajid Tanwir  Head of Discipline 
Metallurgy and Corrosion of Petrofac

approved

185 25/02/2016 PTTEP / TOTAL
Bongkot & Arthit 

Wellhead Platform 
Development

Campanella Carmelo  Blaster
Cappuccio Angelo  Painter

System P01 I  -  S01  :
Interzinc 22  60µ +
Intergard 269 Red 30µ+
Intergard 475 HS  White  150µ +
Interthane 990   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Rigoldi M.
FROSIO Coating Inspector Level III
International Paint Representative

approved

186 25/02/2016 PTTEP / TOTAL
Bongkot & Arthit 

Wellhead Platform 
Development

Campanella Carmelo  Blaster
Cappuccio Angelo  Painter

System P05 I  -  S05  :
Intergard 269 Red 30µ+
Intergard 475 HS  White  150µ +
Interthane 990   50µ,
applied on Stainless Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Rigoldi M.
FROSIO Coating Inspector Level III
International Paint Representative

approved

187 23/03/2016 AIBEL / STATOIL
Johan Sverdrup 
Drilling Platform 

EPC

Campanella Carmelo Blaster
Saponaro Francesco  Painter

System 1A :
Carbozinc 11  75µ +
Carboguard E19 25µ+
Carbomastic 18FC  130µ +
Carboxane 2000 TC   75µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 1
Carboline Representative

approved

188 25/03/2016 BP / JACOBS Khazzan (Oman)
Di Fini Bruno Blaster
Saponaro Francesco  Painter

System 1 (A1-1) :
Interzinc 52  75µ +
Intergard 475 HS MIO 125µ+
Interthane 990   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Rigoldi M.
FROSIO Coating Inspector Level III
International Paint Representative

approved

189 26/03/2016
PETROBRAS / BJC 
Heavy Industries 

Co. Ltd

FPSO'S  PRE-
SALT

Di Fini Bruno  Blaster
Di Fini Mario  Painter

System  n. 4 :
-Intertherm 228  100µm +
-Intertherm 228  100µm,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

approved

190 02/04/2016 STATOIL valid for all
Di Fini Bruno  Blaster
Amerio Bruno  Painter

System 6C:
Thermaline 400 EU  2x125,
applied on Duplex S.S. plate

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Davide Frigerio                            
3°party NACE Inspector Level 3

approved

195 18/08/2016 TOTAL E&P  Nigeria
EGINA FPSO  Hips 

system
Di Fini Bruno  Blaster
Di Fini Mario  Painter

System P01 C  2nd  :
Carbozinc 858  60µ +
Carboguard 893  Red 100µ+
Carboguard 893  Grey  100µ +
Carbothane 134   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Aldo Paleari                            
Carboline  NACE Inspector Level 3
Mr. Paolo Ceccattini                         
Carboline  NACE Inspector Level 2

approved

196 18/08/2016 TOTAL E&P  Nigeria
EGINA FPSO  Hips 

system
Di Fini Bruno  Blaster
Di Fini Mario  Painter

System P05 C :
Carboguard 893 SG  Red  30µ+
Carboguard 893  Grey  150µ +
Carbothane 134   50µ,
applied on Stainless Steel Plate.

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Aldo Paleari                            
Carboline  NACE Inspector Level 3
Mr. Paolo Ceccattini                         
Carboline  NACE Inspector Level 2

approved

197 12/09/2016 MAERSK OIL
CULZEAN Subsea 

Construction 
Services

Campanella Carmelo Blaster
Yemlal El Arbi  Painter

System 7B :
Jotamastic 87 Alum. 175µm +
Jotamastic 87  Grey  175 µm.
Applied on Carbon Steel Plate

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

198 07/11/2016
SAMSUNG HEAVY 

INDUSTRIES

EGINA FPSO
PACKAGE 8" & 

BELOW_TOPSIDE

Di Fini Bruno  Blaster
Di Fini Natale  Painter

System P01 I  2nd  :
Interzinc 52  60µ +
Intergard 475 HS  White 100µ+
Intergard 475 HS  Grey  100µ +
Interthane 990   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Samsung Inspector Mr. Seok Wang
NACE Coating Inspector Level 3.

approved
TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. I041500231_1 E/I

NORSOK M-501 Rev. 6,

MAERSK OIL  MOTS-34,

W.P.  0963-PAINT-00

TOTAL doc. no. GS EP COR 350 Rev. 10,

PTTEP  PWGS-COR-301 Rev.0.

TOTAL doc. no. GS EP COR 350 Rev. 10,

PTTEP  PWGS-COR-301 Rev.0.

Shell DEP 30.48.40.31-Gen. 

Lena W.P. V438

NORSOK M-501 Rev. 6

PETROFAC doc. no. KZ01-MT-SPE-53-0005   
Revision B03

Lena W.P. V422 - V423

Jacobs-BP KZ01-MT-SPE-68-0005 Rev.C02

Lena W.P.  V433 & V435

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.5.01,

Lena W.P.  V437.

TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. UTP-SV-602

TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. UTP-SV-602

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.5.01,

Lena W.P.  V463

TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. CG-61A-06-7310-730007

TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. CG-61A-06-7310-730007

PETROBRAS doc. I-ET-3010.90-1200-956-PPC-
006  Rev. A,

W.P. n° 571 rev.1
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199 07/11/2016
SAMSUNG HEAVY 

INDUSTRIES

EGINA FPSO
PACKAGE 8" & 

BELOW_TOPSIDE

Di Fini Bruno  Blaster
Di Fini Natale  Painter

System P05 I :
Intergard 269 Red 30µ+
Intergard 475 HS  White  150µ +
Interthane 990   50µ,
applied on Stainless Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Samsung Inspector Mr. Seok Wang
NACE Coating Inspector Level 3.

approved

200 10/11/2016 BECHTEL / BP
BP West Nile 

Delta Gas 
Development

Corbos Gelu  Blaster
Di Fini Natale  Painter

System B15:
Thermaline 400 EU  2x80,
applied on Duplex S.S. plate

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

approved

201 15/11/2016
PTTEP / THAI 

NIPPON STEEL

Bundled Phases 2 
EPCI of Wellhead 

Platforms,
Pipelines and Tie-

Ins

Corbos Gelu  Blaster
Di Fini Natale  Painter

System   S01  :
Interzinc 22  60µ +
Intergard 269 Red 30µ+
Intergard 475 HS  White  150µ +
Interthane 990   50µ,
applied on Carbon Steel Plate.

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Rigoldi M.
FROSIO Coating Inspector Level III
International Paint Representative

approved

202 16/12/2016 STATOIL 
Troll B for Statoil

No.A13097AT
Di Fini Bruno Blaster
Amerio Bruno TSA Operator

System 2A:
Thermal Spray Aluminium +
Intertherm 50 sealer

Lena A.
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. Ulrich Schrammel
IMI CCI Representative 

approved

203 20/01/2017 KNOT / Total E&P
Martin Linge (Hild) 
Heavy Oil & HPHT 

Gas Field

Corbos Gelu  Blaster
Di Fini Natale  Painter

System 1A :
Carbozinc 858  75µ +
Carbomastic 18FC  130µ +
Carboxane 2000 TC   75µ,
applied on Carbon Steel Plate.

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2
Carboline Representative

approved

204 14/02/2017
BP / ALDERLEY 
SYSTEMS LTD

BP West Nile 
Delta Gas 

Development

Corbos Gelu  Blaster
Di Fini Natale  Painter

System B3-1 :
Carbozinc  11    60µ +
Carboguard E-19   25µ +
Carboguard 893  2x100µ +
Carbothane 134HG  50µ,
applied on Carbon Steel Plate.

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2
Carboline Representative

approved

205 13/03/2017
National Oil Well 
Varco / TOTAL

Total Nigeria - 
Egina OTL

Corbos Gelu  Blaster
Saponaro Francesco  Painter

System P01C:
Carbozinc 11 +
Carboguard 193P +
Carboguard 893 +
Carbothane 134
applied on Carbon Steel Plates

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2,  and
Mr. A. Paleari
NACE Inspector Level 3
Carboline Representatives

approved

206 13/03/2017
SAIPEM Nigeria / 

SHELL

Southern Swamp 
Associated Gas 

Solution Prj  
Production 

Facilities EPC

Corbos Gelu  Blaster
Saponaro Francesco  Painter

System LC1-N :
Carbozinc 858  75µ +
Carboguard 890  175µ +
Carbothane 134   50µ,
applied on Carbon Steel Plate.

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2
Carboline Representative

approved

207 30/03/2017
Remontowa / KNOT 
/ Total E&P Norge 

AS

Martin Linge (Hild) 
Heavy Oil & HPHT 

Gas Field

Campanella Carmelo  Blaster
Di Fini Natale  Painter

System 1A :
Carbozinc 858  75µ +
Carbomastic 18FC  130µ +
Carboxane 2000 TC   75µ,
applied on Carbon Steel Plates.

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2
Carboline Representative

approved

208 Apr-2017
Remontowa / KNOT 
/ Total E&P Norge 

AS

Martin Linge (Hild) 
Heavy Oil & HPHT 

Gas Field

Campanella Carmelo  Blaster
Di Fini Natale  Painter

System 7B :
Carbomastic 18 FC  225µ +
Carbomastic 18FC   225µ,
applied on Carbon Steel Plate.

Mr. A. Lena
NACE Coating Inspector Level 3
FROSIO Coating Inspector Level III

Mr. P. Ceccattini
NACE Inspector Level 2
Carboline Representative

under 
progress

209 30/06/2017 TOTAL / ACTEMIUM
Total Nigeria - 

Egina OTL
Corbos Gelu  Blaster
Di Fini Natale  Painter

System P05 I second:
Interline 955 (2x500µm)
applied on Duplex Steel  Plate

Lena A.
NACE Coating Inspector Level 3,
FROSIO Coating Inspector Level III.

Rigoldi M.
FROSIO Coating Inspector Level III
International Paint Representative

approved

TOTAL NO-HLD-60-ICE1-120042 Rev.06,

NORSOK M-501 rev.6,

Lena W.P. V492

SHELL  DEP 30.48.00.31-Gen

SSG-NG01012401-GEN-MP-7880-00017

TOTAL NO-HLD-60-ICE1-120042 Rev.05,

NORSOK M-501 rev.6,

Lena W.P. V484

NORSOK M-501 Rev. 6,

Statoil TR0042 ver.6,

Lena W.P.  V491.

BECHTEL/BP  EG001-MT-SPE-11-0001
 Rev. B03,

Lena W.P.  V493

TOTAL GS EP COR 350 Rev. 10.

TOTAL NO-HLD-60-ICE1-120042 Rev.06,

NORSOK M-501 rev.6,

Lena W.P. V492

TOTAL doc. no. GS EP COR 350 Rev. 05

BP Global Projects Organisation GIS 06-602

PTTEP  PWGS-COR-301 Rev.0.

TOTAL doc. no. GS EP COR 350 Rev. 10,

Proc. Doc. I041500231_1 E/I
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